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Test GMSI-N-2
Co 85 CoO mass% 3:5
Mo as MoQ; mass%o 273
L O.L @ 900°C mass% 26.6
Bulk Density ajem’ 0.84
Surface Area, Pore Volurne and Pore Size Distribution Tl gy
XRF Al-Mo-Co
XRD 7-ALO;
Redial Crushing Strength N/mm GMSI-N-2
Average 3.3
Standard Dewviation 32
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Bonyan Shimi communications and promotions center.



