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1) Characterization Test

Vo

Unit Bonyan HR-100 HR-506 Axens Commercial

Co Content Mass% ) 2.8 22

Mo Content Mass% 15.1 18.2

Loss on Ignition o

(500°C for 1hr) Mass% 5.5 4.6

BulkCniiing | gymy 1.03 1.06

Strength ]
Bulk Density gfem’ 0.559 0.656
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| Unit Bonyan HR-100 | HR-506 Axens Commercial
BET Surface Area m’/g 283.4 256.3

Total Pore Volume cml/g 0.6373 0.6106

Mean Pore Diameter nm 8.995 9.527 ]
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Bonyan Shimi communications and promotions center.



