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Samples
Tests HR-100 HR-506 1
Co Content mass% | 2.8 73 i
Mo Content mass% | 15.1 18.2
L.0.L. @ S00°C for 1hr_mass% 5.5 i B 46
Bulk Crushing Strength  MPa 1.03 o 1.06
Bulk Density glem’ 0.559 0656
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Bonyan Shimi communications and promotions center.



